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01. FLAMMABILITY | BS 5867-2 : 2008, TYPE "B"/BS EN ISO 15025 : 2002, PROCEDURE "A™)

| #1
LENGTH WIDTH
VG,
SPECIMEN 1 2 3 1 2 3
WHETHER THE LOWEST
BOUNDARY OF ANY FLAME OR - _ - .
HOLE REACHES THE UPPER OR | 11O He He He Mo Mo
EITHER VERTICAL EDGE
OCCURRENCE OF FLAMING - _ -
DERRIS NO NO NO NO NO NO -
AFTERFLAME TIME(s) 0 0 0 0 0 0 0
AFTERGLOW TIME(s) 0 0 0 0 0 0 0
THE SUBMITTED SAMPLE MEETS THE FLAMMABILIT ¥
CONCLUSION REQUIREMENTS FOR T¥PE 8", AS SPECIFIED IN
BS 5867-2 : 2008, WHEN TESTED IN ITS ORIGINAL STATE.

NOTE) - TESTED SURFACE : FACE SIDE

» TYPE OF IGNITION: SURFACE IGNITION

- FLAME APPLICATICN TIME : 15(s)

* PRETREATMENT : THE PRETREATMENT WAS NOT CONDUCTED BY THE CLIENT'S REQUEST.

- REQUIREMEMNTS : NO PART OF ANY HOLE NOR ANY FART OF THE LOWEST BOUNDARY OF ANY
FLAME SHALL “ REACH THE TOFP EDGE OR EITHER VERTICAL EDGE OF
THE SAMPLE. IFANY PART OF ANY HOLE OR ANY PART OF THE LOWEST
BOUNDARY OF ANY FLAME, REACHES THE TOP EDGE OR EITHER VERTICAL
EDGE, OR IF THERE 15 ANY SEPARATION OF ANY FLAMING DEBRIS DROPLETS
IN THE TESTING OF ONE SPECIMEN, AFURTHER SIX SPECIMEMNS SHALL BE
TESTED. ALL SIX NEW SPECIMENS COMPLY WITH THE ABOVE REQUIREMENTS,
THE FABRIC SHALL BE DEEMED TO CONFORM TO THE REQUIREMENTS FOR TYPE

"B" OF THIS BRITISH STANDARD.

** End of The Report **
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