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DESCRIPTION : OME(1) FIECE OF SUBMITTEDF CUTTING SAID TO BE FABRIC.

ITEM : COLISEUMIWT-1005J)

TEST CONDUCTED : AS REQUE

ATTACHED PAGE.
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01. FLAMMABILITY { CALIFORNIA FIRE MARSHAL TITLE 19 : SECTION 1237.1 SMALL SCALE
TEST{8.9.1993) )

| #1
AFTER FLAME TIME(s)
-LEMGTH 34 0 3T7iH24
- WIDTH 00 47TH16
AFTER GLOW TIME(z)
-LENGTH 0 0 D&O
- WIDTH 0 00D
CHAR LEMGTH (mm)
-LEMGTH 70 FT B4 NTO
-WIDTH 6F 77 BODNTS

NOTE)} - CONCLUSION : BASED UPON THE RESULTSE, THE SUBMITTED SAMPLE MEETS PERFORMANCE
REQUIREMENTS AS STATED IN CALIFORNIA FIRE MARSHAL TITLE 18 SECTION 1237.1
(8.0.1903) USE IN ITS ORIGINAL STATE.
- REQUIREMENT(TITLE 19 SECTION 1237)
-THE TEST SAMPLE SHALL NOT CONTINUE TO FLAME FOR MORE THAN 4 SECONDS AVERAGE
AFTER THE BURMER IS REMOVED.
- THE MAXIMUM LENGTH OF CHAR FOR ANY SINGLE SPECIMEN SHALL NOT EXCEED 152 mm
- THIS STANDARD TEST METHOD WAS APPLIED BY THE CLIENTS REQUEST.

** End of The Report ™
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