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SGS
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The following sample{s) was / were submitted and identified on behalf of the client. SG5S is not
responsible for the authenticity, integrity and results of the data and information and / or the validity of
the conclusion. results apply to the sample as received.

Sample Description: COLISEUM (WT-1005J)

Stylefltem Mo.: /
Buyer:

Test Requested:
EM 137732003 Incorporating amendment No.1, Textiles and textile productz-Buming behaviour-Curtainz
and drapes.

Test Results: - See attached shest —

Conclusion: The test sample “as received” meets the requirements of Class 1 specified in EN

13773:2003.
Test Period:
Sample Receiving Date 1 WJANAE, 2020
Test Performing Date > WJAN1E, 2020 TO JAN.20, 2020

Signed for and on behalf of
5G5-C5TC Co., Ltd. Anji Branch
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Allen Zou
Lab Manager
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I Test conducted

This test was conducted in accordance with EN 1101 Textiles and textile products-Buming
behaviour-Curtains and drapes-Detailed procedure to determine the ignitability of vertically oriented
specimen (small flame) and EN 13772 textiles and textile products-buming behaviour — curtains and drapes
- measurement of flame spread of vertically oriented specimens with large ignition source classification

according to EN 13773:2003 Textiles and textile products-Buming behaviour-Curtains and drapes.

Il. Sample Details

Sample description / Color Fabric |/ Grey

Area density About 470 g/m?

Products configuration Single layer

Size of sample 200 mm=80 mm; 560 mm=170 mm

Cleaning & Condifioning Procedure: Mone

Conditioning Procedure

Prior to testing, the sample was conditioned at least 24 h in an atmesphere having a temperature of 20:2°C
and a relative humidity of 65:5%.

At time of testing: Temperature between 10°C ~ 30°C and Relative humidity between 15% ~ B0%:

. Testresults
a) EMN1101.iTest method: EN 1S5S0 6940, Edge ignition)
Exposed Face: v ]Face; | ] Back

Lengthwise
Sample Number
1 2 3 4 5 B 7 8
Ignition time (s) 1 2 3 4 5 10 15 20
After flame time (s) 0 0 0 0 D 0 D o
Reaches the top or vertical edges (Yes/Mo) Mo Mo Mo Mo Mo Mo Mo Mo
Widthwise
Sample Number
1 2 3 4 5 B 7 8
Ignition time (s) 1 2 3 4 5 10 15 20
After flame time (s) 0 0 0 0 D 0 D o
Reaches the top or vertical edges (Yes/Mo) Mo Mo Mo Mo Mo Mo Mo No

Comment: [ llgnition, [ + ] Non-ignition

To be continued....
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b) EN 13772 (flame applied time, 10 s; Bottom edge ignition)

Lengthwise: Preliminary test to indicate the worst result {if applicable)

Items Face (one side of sample) Back (other side of sample)
First thread is seversd N N

(Yes (specified time, s) INo) o o

Third thread is severed

(Yes (specified time, s) /INo) Mo No

Damaged length (mm) 46 51

Flaming debris {Yes/Mo) MNo Mo
Mon-Flaming debris {Yes/Mo) MNo Mo

Base on the Preliminary test with indicating the worst result and test the other two specimens in the same

way which gave the worst results.

The following test for other two specimens ([ ]JFace;[ + ]Back)

Items d 3~
First thread is severad N M
(Yes (specified time, g) /No) o o
Third thread is severed

(Yes (specified time, 5) Na) - o
Damaged length {mm) 52 49
Flaming debris (Yes/No) Mo Mo
Non-Flaming debns (Yesi/No) Mo Mo

Comment: 1% marker threads not severed and no flaming debris.

Widthwise: Preliminary test to indicate the worst result (if applicable)

ltems Face {one side of sample) Back {other side of sample)
First thread is severed

(Yes (specified time, 8) /No) No No

Third thread is severed N N

(Yes (specified time, s) /No) o o

Damaged length (mm) 62 57

Flaming debris {Yes/Mo) Mo Mo
Mon-Flaming debris {Yes/Mo) Mo Mo

To be continued....
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Base on the Preliminary test with indicating the worst result and test the other two specimens in the same

way which gave the worst resulis.

The following test for other two specimens ([ v ] Face; [ ] Back)

ltems 2nd 3
First thread is severed M M
(Yes (specified time, s) /INg) o o
Third thread is severed

(Yes (specified time, 8) /ING) No Mo
Damaged length (mm) 61 60
Flaming debris {Yes/Mo) Mo Mo
Mon-Flaming debris (YesMNo) Mo Mo

Comment: 1= marker threads not severed and no flaming debris.

Additional Information for reference

1) Class definitions

Class Ignitability Flame spread

1*! marker threads not severed, no

flaming debris, according to EN 13772
S - 3™ marker threads not severed, no

> t]

£ T S L R 10 o . LW TN 13772

37 marker threads severed, andior

1 Mon ignition according to EN 1101

= Man igniion according fo BN 1101 g i dabrie according to EN 13772
- ] 3™ marker threads not severed, no
4 JOrR accomdingugl 01 flaming debrs, according to EN 1102
rd
c lgnifion according to EN 1101 3 marker threads severed, andior

flaming debris, according to EN 1102

2) Criteria for class allocation

Class allocation according to class number is given hereafter:

1) If at least two specimens (out of six) give a result (severing the marker thread andfor flaming debris)
belonging to a higher number class the material shall be given in this higher class.

2) If only one specimen (out of 2ix) gives a result (severing the marker thread or flaming debris) belonging
to a higher number class, 3 new extra specimens shall be tested in the same direction as the one giving
the worst result.

3) I none of these new specimens gives a result belonging to the higher number class the material shall
be classified in the lower number class

4) If at least one of the extra specimens tested gives a result belonging to the higher number class the
material shall be given this class.

To be continued. ..
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Statement:
This declaration of conformity is only based on the result of this laboratory activity, the impact

of the uncertainty of the results was not included.

Photo Appendix:

SGS authenticate the photo on original report only
***End of Report™*
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