Fire Test Certificate

Fabric: Coliseum

Type: IMO Inspiration in every performance

SGS

Test REPGI"L' Report No.: AJFS2305003916RS Date: MAY 23, 2023  Page1of 5

Sample Degcription: POLYESTER VELOUR — COLISEUM
Buyer: J&C JOEL LIMITED
Style/ltemn Mo.: /

s drk e drk e ke

Test Requested:
IMO International code for application of fire test procedures, 2010 (2010 FTP CODE), Annex 1 Fire test

procedure, Part 7 Test for Vertically Supported Textiles and Films.

Test Results: — See attached shest —

Test Period:
Sample Receiving Date o MAY 15, 2023
Sample Test Date o MAY 19, 2023

Signed for and on behalf of
SGS5-C5TC Standards Technical Services Co., Litd. Anji Branch

Echo Li
Approved Signatory
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Fire Test Certificate

Fabric: Coliseum

Type: IMO Inspiration in every performance

SGS

Test Report Report No.: AJFS2305003916RS Date: MAY 23, 2023  Page 2 of 5

Sample Information

The following data and information was / were submitted and identified on behalf of the client. SGS is not
responsible for the authenticity, integrity and results of the data and information and F or the validity of the

conclusicn.
Type of material . Drapery
Material of the product ;. 100%: Polyester
Compesiticn of weave © Warp Knitted
Density (numberinch) S
Yarm number count i
Thickness o
Mass per unit area : 500 gsm
Color and tones . Black
Fire retardant treatment : Mones
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Fire Test Certificate

Fabric: Coliseum

Type: IMO Inspiration in every performance
Test Report Report Ho.: AJFS2305003916R5 Date: MAY 23, 2023  Page 3 of 5
Introduction:

The teat was conducted in accordance with 2010 FTP code Annex 1 Part 7 at the request of the client. If the
sample meets performance criteria of clause 3 of 2010 FTP Ceode, Annex 1, Part 7, it is considered suitable
for use as curtaings, draperies, or free-hanging fabric product for use in rooms containing furniture and

furnishings of restricted fire rizk in chapter 11-2 of the SOLAS Conventicn.

Test Specimen

Material Fabric

Colar Red

Mass per unit area (g/m?) 480 g/m?*

Size of specimen 220 mm = 170 mm

Test surface Mapped surface
Conditioning:

Cleaning procedure: Mone.
The specimens were conditionad at 20+5°C and a relative humidity of B5255% for not less than 24 h before

test.
Test Result
Direction of the warp Direction of the weft
Specimen Na. (Edge ignition, 15 s) (Edge ignition, 15 s)
1 2 3 4 5 1 2 3 4 5
After-flame time (=) 0 ] 0 ] 0 ] ] ] 0 0
Afterglow time (s) 0 o 0 0 0 0 0 0 0 0
?;;‘;“gfpﬁ OfgmopS | o | Yes | Yes | No | Yes | No | Mo | Mo | Mo | Mo

Drops ignite cotton
wool (Yes or Noj
Egg"; T;g:%': ;J':'U‘}“E Mo | Mo | Mo | Mo | Mo | Mo | Mo | Mo | No | Mo
Occurrence of
surface flash and itz
propagaticn length
(Yes or Mo imm)

Length of char {mm) 69 54 72 67 69 72 G& 71 67 70
Average of char{mm) 6B 70

Mo Mo Mo Mo Mo Mo Mo Mo Mo Mo

Mo Mo Mo Mo Mo Mo Mo Mo Mo Mo

Conclusion: The sample “as received” meets the performance criteria of clause 3 of 2010 FTP
Code, Annex 1, Part 7.
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Fire Test Certificate

Fabric: Coliseum

Type: IMO Inspiration in every performance
Test Report Report No.: AJFS2305003916RS Date: MAY 23, 2023  Page 3 of 5
Introeduction:

The test was conducted in accordance with 2010 FTP code Annex 1 Part 7 at the request of the client. If the
sample meets performance criteria of clause 3 of 2010 FTP Code, Annex 1, Part 7, it is considered suitable
for use as curtaing, draperies, or free-hanging fabric product for use in rooms containing furniture and

furnishings of restricted fire rizk in chapter 11-2 of the SOLAS Conventicn.

Test Specimen

Material Fabric

Colar Red

Mass per unit area (g/n¥) 480 g/m=

Size of specimen 220 mm x 170 mm

Test surface Mapped surface
Conditioming:

Cleaning procedure: Mone.
The specimens were conditioned at 20£5°C and a relative humidity of 6525% for not less than 24 h before

test.
Test Result
Direction of the warp Direction of the weft
Specimen No. (Edge igniticn, 15 s) (Edge ignition, 15 s)
1 2 3 4 5 1 2 3 4 5
After-flame time () 0 ] ] ] 0 ] ] ] 0 0
Afterglow time (s) 0 o 0 0 0 0 0 0 0 0
?r‘;';“gm‘;‘? OfGoPS | o | ves | Yes | No | ves | No | Mo | No | Mo | Mo

Drops ignite cotton
wool (Yes or No)
Egg"; T;g:%': ;J':'U‘}“E Mo | Mo | Mo | Mo | Mo | Mo | Mo | No | No | No
Occurrence of
surface flash and its
propagation length
(Yes or No fmm)

Length of char (mm) G4 G4 72 67 G4 72 it 71 67 70

Mo Mo Mo Mo Mo Mo Mo Mo Mo Mo

Mo Mo Mo Mo Mo Mo Mo Mo Mo Mo

Average of char{imm) 6B 70

Conclusion: The sample “as received” meets the performance criteria of clause 3 of 2010 FTP
Code, Annex 1, Part 7.
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Fire Test Certificate

Fabric: Coliseum

Type: IMO Inspiration in every performance
Test Report Report No.: AJFS2305003916RS Date: MAY 23, 2023  Page 3of 5
Introduction:

The test was conducted in accordance with 2010 FTP code Annex 1 Part 7 at the request of the client. If the
sample meets performance criteria of clause 3 of 2010 FTP Code, Annex 1, Part 7, it is conzidered suitable
for use as curtaing, draperies, or free-hanging fabric product for use in rooms containing furniture and

furnishings of restricted fire rizk in chapter 11-2 of the SOLAS Conventicn.

Test Specimen

Material Fabric

Colar Red

Mass per unit area (g/m?) 480 g/m?*

Size of specimen 220 mm x 170 mm

Test surface Mapped surface
Conditioning:

Cleaning procedure: Mone.
The specimens were conditioned at 20£5°C and a relative humidity of 8525% for not less than 24 h before

test.
Test Result
Direction of the warp Direction of the weft
Specimen No. (Edge ignition, 15 5) (Edge igniticn, 15 s)
1 2 3 4 5 1 2 3 4 5
After-flame time () 0 ] ] ] 0 ] 0 ] 0 0
Afterglow time (s) 0 o 0 0 0 0 o 0 0 0
?r‘;';“gmﬁ ofgeps | 1o | ves | Yes | Mo | ves | No | Me | No | Mo | Mo

Drops ignite cotton
wiool (Yes or No)

Egg"; T;g:%': ;J':'U‘}“E Mo | Mo | Mo | Mo | No | No | Mo | Ne | Ne | Me
Occurrence of
surface flash and its
propagaticn length
(Yes or No imm)

Length of char (mm) G4 G4 72 67 649 72 G& 71 67 70

Mo Mo Mo Mo Mo Mo Mo Mo Mo Mo

Mo Mo Mo Mo Mo Mo Mo Mo Mo Mo

Average of charimm) 6B 70

Conclusion: The sample “as received” meets the performance criteria of clause 3 of 2010 FTP
Code, Annex 1, Part 7.
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