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DESCRIPTION : OME(1) FIECE OF SUBMITTED CUTTING SAID TO BE FABRIC.

TEST CONDUCTED : AS REQUESTED BY THE APPLICANT, FOR DETAILS PFLEASE SEE ATTACHED PAGE.

PREPARED AMD CHECKED BY AUTHORIZED BY

FCOR FITI FOR FITI

HOMNG-KWAN KIM JE-GGO JUM .
QUJALITY MAMAGER PRESIDENT

# Report Verification No.: 3FSM-IYFX-UTGT &
(You can see the authenticity of youwr test report through the abowe "Report Vierfication Mo.™ at FITI homepage. )
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FAGE - 20F 3
01. FLAMMABILITY { NFPA 701 : 2018, METHOD 1 )
21

. WEIGHT(g) WEIGHT AFTER FLAME .
SAMPLE NO. ORIGINAL AFTER TEST LOSS(%) TIME(s) DRIP BURN(s)

1 30.4 2777 83 0 0

2 30.2 263 129 0 0

3 30.0 278 7. 0 D

4 30.3 2770 10.9 0 0

5 30.2 268 11.3 0 D

6 30.2 274 93 0 0

7 30.2 260 13.9 0 0

8 30.1 262 13.0 0 0

g 303 76 8d 0 0

10 30.2 77 83 0 0

AVG. 30.2 27 1 10.4 i 0
CONELUSION BASED UPON THE RESULTS, THE SUBMITTED SAMPLE WEE TS PERFORMANCE
REQUIREMENTS A5 STATED IN MFPA 701 TEST METHOD 1({2019).

NOTE) - REQUIREMENT

NO INDIVIDUAL SFECIMEN'S WEIGHT LOSS
EXCEED THE MEAN VALUE PLUS 3 STAMNDARD.
STANDARD DEVIATION = 2.31

THE MEAN VALUE PLUS 3 STANDARD = 17.4

= TESTS WERE CONDUCTED ONLY IN THE ORIGINAL STATE BY THE CLIENT'S REQUEST.

DRIP BURM(s) WEIGHT LOS5(%)

AVG.: LESS THAN 2 AG : LESE THAN 40

** End of The Report **
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