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Test Specification

Test Method: BS 5867: Part 2: 2008 Type C using BS EM 150 1502520412
i'With the modifi ions from clause 6.4 of BS 5867: Part 2; 2008)

|l__l|'.'l|-,1-|'. Source Zamm horizontal reach Fropane ras flame

|l=|. Hom I-.|'u" Surface

Flaime Applicatson Times: %, 15, 20 & 30 Seconds

'“““i"l-' Size 2000 x 160mm

Side Tested: Face & Back

Uncertainty of Measurement
The uncertainty of measurement has been estimaied o be 4.40%:

Fre-treatment / Durability procedure -
50 Cyeles of BS EN 180 10528 (Standard Washing Procedure) @ 75°C and then high heat tumble dried

Conditioning

Prior to Testing:

At least 24 hours i an atmospliere hay g & I|.'|'|i:-;.":|1ll1'|.‘1:ll':f| + 29, and a relative
humidity of 65+5%
At Time of Testing [emperature between 10°C.&@0°C. Relative humidity between 15% & 80%
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Test Results
Lol tesis carricd out in accordasee with BS EM 1500 15025:2002, The

restricted nir supply or probonged exposurne o large sourees of intense hieat as

resulis muy rod apply i sinsations shere there is

L]

Before wash
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After wash
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Conclusions
The sample when tested meet the requirements of BS 5867: Pant 2: 2008
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