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DESCRIPTION : ONE(1) FIECE OF SUBMITTED CUTTING SAID TO BE FABRIC.

TEM - PALLADIUM

PREPARED AND CHECKED BY AUTHORIZED BY
FOR FITI FOR FITI
RbrroRnion, Ao TJum Je “'T'“
Fa
HONG-KWAN KIM JE-GOO JUN
QUALITY MANAGER PRESIDENT

# Report Verification Mo.: 5GNM-BE1P-RVUH =
(*fou can see the authenticity of your test report through the abowe "Report Verification Mo." at FITI homepage.)

e-DOCUMENT SERVICE
The test resuits conained In this report ane limited o results on the sampleys) that |s provided by client and are not necessarily iIndicafive or represeniafive
of the quailies of the kot froe which e Sympis(s) Was taken or of ail products. Results contained In this FEport ane Rot based on the qually cemficaton
iof sample by the FIT] quallty certfication program unless spedicaly requested by the clent Furifer use of the resuits of this report s prohibited unless
allowed under a separate agreement s=f fortfi in an oficial document that |5 establshed between the dient identifed on this letier and the FITL
This best report Is imelevant bo K2 & IB0MEC 17025 and KOLAS accreditaSion.
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01. FLAMMABILITY { BS 5867-2 : 2008, TYPE "B"/BS EN IS0 15025 : 2002, PROCEDURE "A")

#1
LENGTH WIDTH
AVG
SPECIMEN 1 2 3 1 2 3
WHETHER THE LOWEST
BOUNDARY OF ANY FLAME OR
HOLE REACHES THE UPPER OR | O NO NO NO NO NO .
EITHER VERTICAL EDGE
i i l

OCCURRENCE OF FLAMING - o o o - - -
DEBRIS
AFTERFLAME TIME(s) 0 0 0 0 0 0 0
AFTERGLOW TIME(s) 0 0 0 0 0 0 0

THE SUBMITTED SAMPLE MEETS THE FLAMMABILITY
CONCLUSION REQUIREMENTS FOR TYPE'B", AS SPECIFIED IN

BS 5867-2 - 2008, WHEN TESTED IN ITS ORIGINAL STATE.

NOTE) - TESTED SURFACE : FACE SIDE

» TYPE OF IGHITIONSURFACE IGHITION

* FLAME APPLICATION TIME : 15(s)

*PRETREATMENT : THE FRETREATMENT WAS NOT CONDUCTED BY THE CLIEMT'S REQUEST.

+ REQUIREMERNTS : MO PART OF ANY HOLE NOR ANY PART OF THE LOWEST BOUNDARY OF ANY
FLAME SHALL REACH THETOF EDGE OR EITHER VERTICAL EDGE OF
THE SAMPLE. IF &MY PART OF &MY HOLE OR ANY PART OF THE LOWEST
BOUMDARY OF ANY FLAME., REACHES THE TOP EDGE OR EITHER VERTICAL
EDNGE, QR IF THERE IS ANY SEPARATION OF ANY FLAMING DEBRIS DROFLETS
IM THE TESTING OF ONE SPECIMEN, AFURTHER SIX SPECIMENS SHALL BE
TESTED. ALL 5I¥ MEW SPECIMENS COMPLY WITH THE ABOWVE REQUIREMENTS,
THE FABRIC SHALL BE DEEMED TO CONFORM TO THE REQUIREMENTS FOR TYPE

"B" OF THIS BRITISH STANDARD.

** End of The Report **
SAMPLE :

e-DOCUMENT SERVICE
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of sampie by the FITI quailty Certcaton program unjess specfcally requeshed by the clent. Further use of the results of this report s profibited uniess
allowed Under 3 SEparate agresment £a2 forth In an ofical document that |5 estsbilsied betpeen S client idented on s laer and e T
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