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Acoustic Test Report - Absorption
Absorption Class:	 Not Classiýed 
Calculated to EN ISO 11654:1997

Fabric:		  8pt Sharkstooth Gauze
Fullness:		  Flat
Cavity from Wall:	 100mm

Test Report No: C/23171/T02 
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This report shall not be reproduced,  

except in full, without written approval of  

SRL Technical Services Limited 

 

 

 

  



UK     Europe     Middle East     Vietnam     Macau     Hong Kongwww.jcjoel.com

J&C Joel United Kingdom - HQ 
uksales@jcjoel.com

J&C Joel Europe 
eusales@jcjoel.com

J&C Joel Middle East 
uaesales@jcjoel.com

J&C Joel Vietnam
asiasales@jcjoel.com

J&C Joel Macau
asiasales@jcjoel.com

J&C Joel Hong Kong
asiasales@jcjoel.com




