Fire Test Certificate - Specimen
Fabric: Polysilk - White J&c

Type: BS5867 Part2 Type B Inspiration in every performance
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Applicant
Applicant Address
Sample Description . One piece of white woven fabric
Sample Quantity : 3m* Full width
Sample Information Provided by Applicant
Style Name - White polyester Marquee Liner
Sample Receiving Date . May 30, 2025
Testing Period . May 30, 2025~Jun 03, 2025
Test Performed . Selected test(s) as requested by applicant.
Criteria for Judgment : BS 5867-2:2008 "Fabrics for curtains,drapes and windowblinds -Part 2:

Flammability requirements-specification”

Test Results . Please refer to the following page(s).

Approved by

Issue Date

TR SR M SR C X B LI S g 2500 5 Postcode: 215228 Tel: +86 512 63081315/63081937
Add.: No.2500, West Ring 2nd Road, Shengze, Wujiang District, Suzhou, Jiangsu, China E-mail: suzhoutesting@fabricschina.com.cn
Note: 1. The institution is responsible for all the information in the test report, except for the information provided by applicant. 2. The institution completes the test according to
applicant’s reguest, and the test results are only applicable to the samples as received. 3. The test report should not be duplicated partly, unless in full version. The report is
invalid without authorized stamp. 4. Any dispute should be submitted to the institution within 15 days from the date of issuance of the report.
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== Judgment ==
Tes'trltem(s) Criteria for Judgment Conclusion
Flammability BS 5867-2:2008 Pass
== Test Result ==

1. Flammability
Test method: BS 5867-2:2008; TYPE A, As received.

Test condition : Temperature: 20.1°C ,Relative humidity: 60.4%.
Gas : Butane
Ignition time : 10 seconds

Requirement: In each of at least four specimens, no part of any hole nor any part of the lowest boundary of any
flame shall reach either vertical edge of the sample, nor shall the first marker thread be severed.
NOTE: In either of the two remaining specimens not more than the first marker thread or burning or hole formation

to any one vertical edge is permitted. —
wice
Warp Direction Weft Direction L— =
R
1 2 < 1 2 3 B '

The time in seconds from the start of the
application of the test flame until the severance N/A N/A N/A N/A N/A N/A RN
of the lower (first) marker thread (s) e
e

The time in seconds from the start of the
application of the test flame until the severance N/A N/A N/A N/A N/A N/A
of the middle (second) marker thread (s)

The time in seconds from the start of the
application of the test flame until the severance N/A N/A N/A N/A N/A N/A
of the upper (third) marker thread (s)

Any part of any hole or any part of the lowest
boundary of any flame reaches either vertical N.O. N.O. N.O. N.O. N.O. N.O.
edge of the sample

Conclusion: The submitted sample complies with the Type A performance requirements of BS 5867-2:2008 —
Fabrics for curtains, drapes and window blinds - Part 2: Flammability requirements specification in initial stage.

Remark: N.O.=Not observed, N/A= flame has been extinguished before reaching to the tag line.

1. The test results and the conformity judgment of this report have not taken the uncertainty of
Note: the test results into account.
2. After this test report is issued, the original test report number ZFLJ0923675 will be invalid.
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