Fire Test Certificate - Specimen

Fabric: Embrace
Type: BS5867 Part2 Type B Inspiration in every performance

TEST RE PDRT Date: 08 Auguest 2023

Thee following sample{s] wastwera submitted and Identifled byfon behalf of the client =e:

Retailer Met Specified
Retailer style numbsar CEEAM FWHITE
Retailer Standard Number BLACKOUT DRAPERY
Cirder Mo Buyer P4308F
Quelity/Fibre Gaomposition 100% POLYESTER WITH ACRYLIC BACKCOATIMG
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Fire Test Certificate - Specimen

Fabric: Embrace
Type: BS5867 Part2 Type B Inspiration in every performance
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TEST R
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CUBtOnwer: Test Report No: 180330

Test Resulis
BS 5867-2: 2008 Fabrics for curtains, drapes and window blinds
Part 2: Flammability requirements - specifeation

Tvpe B

Description of Test Sample: &741 6742 Fabric

Test Reguest
As requested the test speciman supplisd has been tested 10 BS 5867- 2: 2008 type B.

Elzansin dure : .
Al fabrics shall be ested before and afier the approorete cleansirg of welling procedurs.

Al tha cuslomes's request the specimen was subjected 1o a single wash cyele in secordanos with BS EMN 150
6330, pragrarmme 3N 30°C flat dry

Eondifloning

The Lest specimen was canditioned in a standard atmosphens having & temperature of 20 £ 2°C and a rafalive
humidity of 85 £ 5 % for at leasl 24 hours.

Specimen Identification
Reputad Fibre Composition — 100% Polyestar wilh acrylic back coating

Commernts on Test Resulis
The sarmple supplied mests the requiremants of BS S867-2: 2008 Type B in the ag recaived slate.

The sarnple supplied mests tha requirements of BS S867-2; 2008 Type B in the dleansad state, Rowever 25 A
non specifiod deansing procedure has been used the rasults are indicalive only

Gee Used
Prosidre

Deviati froam test method
Sas commaents regarding cleansing pracedure

Flame Application Time
Type B - 15 Seconds

Uneertalnty of Measurement :
As (hara 13 only 8 definitive pass or fail [fop or verical edge reached by either the lowes! boundary of any
flanse or any part of 2 hale, §5 a falf) there iz no uncertainty.
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Fire Test Certificate - Specimen

Fabric: Embrace
Type: BS5867 Part2 Type B Inspiration in every performance
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Test Resulis
Resulis
Results may not 8 pply to situations whers heee is resticled sir aupoly ar exposure to large sources of intense
haat.
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Fire Test Certificate - Specimen

Fabric: Embrace J&c

Type: BS5867 Part2 Type B Inspiration in every performance

Cusiomer: Test Repart No: 190330

Test Reaults

190330
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